Alamosa Area, Colorado                                                           Print date:  04/19/2004

Table ENG-1.--Construction Materials

(The information in this table indicates the dominant soil condition but does

     not eliminate the need for onsite investigation. The ratings given for

     the thickest layer are for the thickest layer above and excluding the

     bottom layer. The numbers in the value columns range from 0.00 to 0.99.

     The greater the value, the greater the likelihood that the bottom layer

     or thickest layer of the soil is a source of sand or gravel. See text for

     further explanation of ratings in this table.)

______________________________________________________________________________

                     |    |                         |

     Map symbol      |Pct.|   Potential source of   |   Potential source of

    and soil name    | of |         gravel          |          sand

                     |map |                         |

                     |unit|                         |

                     |    |_________________________|_________________________

                     |    |   Rating class    |Value|   Rating class    |Value

_____________________|____|___________________|_____|___________________|_____

                     |    |                   |     |                   |

AaA:                 |    |                   |     |                   |

 Acacio--------------| 85 |Poor               |     |Poor               |

                     |    |  Bottom layer     |0.00 |  Bottom layer     |0.00

                     |    |  Thickest layer   |0.00 |  Thickest layer   |0.00

                     |    |                   |     |                   |

AaB:                 |    |                   |     |                   |

 Acacio--------------|100 |Poor               |     |Poor               |

                     |    |  Bottom layer     |0.00 |  Bottom layer     |0.00

                     |    |  Thickest layer   |0.00 |  Thickest layer   |0.00

                     |    |                   |     |                   |

AcA:                 |    |                   |     |                   |

 Acacio, saline------|100 |Poor               |     |Poor               |

                     |    |  Bottom layer     |0.00 |  Bottom layer     |0.00

                     |    |  Thickest layer   |0.00 |  Thickest layer   |0.00

                     |    |                   |     |                   |

Am:                  |    |                   |     |                   |

 Alamosa-------------| 85 |Poor               |     |Poor               |

                     |    |  Bottom layer     |0.00 |  Bottom layer     |0.00

                     |    |  Thickest layer   |0.00 |  Thickest layer   |0.00

                     |    |                   |     |                   |

An:                  |    |                   |     |                   |

 Alamosa, saline-----| 85 |Poor               |     |Poor               |

                     |    |  Bottom layer     |0.00 |  Bottom layer     |0.00

                     |    |  Thickest layer   |0.00 |  Thickest layer   |0.00

                     |    |                   |     |                   |

Ar:                  |    |                   |     |                   |

 Arena---------------| 85 |Poor               |     |Fair               |

                     |    |  Bottom layer     |0.00 |  Thickest layer   |0.00

                     |    |  Thickest layer   |0.00 |  Bottom layer     |0.75

                     |    |                   |     |                   |

As:                  |    |                   |     |                   |

 Arena, drained------| 85 |Poor               |     |Fair               |

                     |    |  Bottom layer     |0.00 |  Thickest layer   |0.00

                     |    |  Thickest layer   |0.00 |  Bottom layer     |0.75

                     |    |                   |     |                   |

Table ENG-1.--Construction Materials--Continued

______________________________________________________________________________

                     |    |                         |

     Map symbol      |Pct.|   Potential source of   |   Potential source of

    and soil name    | of |         gravel          |          sand

                     |map |                         |

                     |unit|                         |

                     |    |_________________________|_________________________

                     |    |   Rating class    |Value|   Rating class    |Value

_____________________|____|___________________|_____|___________________|_____

                     |    |                   |     |                   |

CmF:                 |    |                   |     |                   |

 Comodore------------| 50 |Poor               |     |Poor               |

                     |    |  Thickest layer   |0.00 |  Bottom layer     |0.00

                     |    |  Bottom layer     |0.00 |  Thickest layer   |0.00

                     |    |                   |     |                   |

 Rock outcrop--------| 40 |Not rated          |     |Not rated          |

                     |    |                   |     |                   |

CoE:                 |    |                   |     |                   |

 Corlett, hilly------| 85 |Poor               |     |Fair               |

                     |    |  Bottom layer     |0.00 |  Bottom layer     |0.32

                     |    |  Thickest layer   |0.00 |  Thickest layer   |0.79

                     |    |                   |     |                   |

CpB:                 |    |                   |     |                   |

 Corlett, undulating-| 45 |Poor               |     |Fair               |

                     |    |  Bottom layer     |0.00 |  Bottom layer     |0.32

                     |    |  Thickest layer   |0.00 |  Thickest layer   |0.79

                     |    |                   |     |                   |

 Hooper, undulating--| 40 |Poor               |     |Fair               |

                     |    |  Bottom layer     |0.00 |  Thickest layer   |0.00

                     |    |  Thickest layer   |0.00 |  Bottom layer     |0.82

                     |    |                   |     |                   |

 Arena---------------| 5  |Poor               |     |Fair               |

                     |    |  Bottom layer     |0.00 |  Thickest layer   |0.00

                     |    |  Thickest layer   |0.00 |  Bottom layer     |0.75

                     |    |                   |     |                   |

CsA:                 |    |                   |     |                   |

 Costilla------------| 85 |Poor               |     |Fair               |

                     |    |  Bottom layer     |0.00 |  Thickest layer   |0.11

                     |    |  Thickest layer   |0.00 |  Bottom layer     |0.82

                     |    |                   |     |                   |

CtE:                 |    |                   |     |                   |

 Cotopaxi, hilly-----|100 |Poor               |     |Fair               |

                     |    |  Bottom layer     |0.00 |  Bottom layer     |0.72

                     |    |  Thickest layer   |0.00 |  Thickest layer   |0.72

                     |    |                   |     |                   |

Du:                  |    |                   |     |                   |

 Dune land-----------|100 |Poor               |     |Fair               |

                     |    |  Bottom layer     |0.00 |  Bottom layer     |0.93

                     |    |  Thickest layer   |0.00 |  Thickest layer   |0.93

                     |    |                   |     |                   |

GgA:                 |    |                   |     |                   |

 Graypoint-----------| 50 |Fair               |     |Fair               |

                     |    |  Thickest layer   |0.00 |  Thickest layer   |0.00

                     |    |  Bottom layer     |0.06 |  Bottom layer     |0.77

                     |    |                   |     |                   |

Table ENG-1.--Construction Materials--Continued

______________________________________________________________________________

                     |    |                         |

     Map symbol      |Pct.|   Potential source of   |   Potential source of

    and soil name    | of |         gravel          |          sand

                     |map |                         |

                     |unit|                         |

                     |    |_________________________|_________________________

                     |    |   Rating class    |Value|   Rating class    |Value

_____________________|____|___________________|_____|___________________|_____

                     |    |                   |     |                   |

GgA:                 |    |                   |     |                   |

 Gravelly land-------| 45 |Poor               |     |Fair               |

                     |    |  Thickest layer   |0.00 |  Thickest layer   |0.02

                     |    |  Bottom layer     |0.00 |  Bottom layer     |0.10

                     |    |                   |     |                   |

 Marsh---------------| 5  |Not rated          |     |Not rated          |

                     |    |                   |     |                   |

Gn:                  |    |                   |     |                   |

 Gunbarrel-----------| 85 |Poor               |     |Fair               |

                     |    |  Thickest layer   |0.00 |  Thickest layer   |0.08

                     |    |  Bottom layer     |0.00 |  Bottom layer     |0.10

                     |    |                   |     |                   |

GP:                  |    |                   |     |                   |

 Pits, gravel--------|100 |Not rated          |     |Not rated          |

                     |    |                   |     |                   |

Gs:                  |    |                   |     |                   |

 Gunbarrel, saline---| 85 |Poor               |     |Fair               |

                     |    |  Bottom layer     |0.00 |  Thickest layer   |0.08

                     |    |  Thickest layer   |0.00 |  Bottom layer     |0.10

                     |    |                   |     |                   |

 Marsh---------------| 5  |Not rated          |     |Not rated          |

                     |    |                   |     |                   |

Ha:                  |    |                   |     |                   |

 Hapney--------------| 85 |Poor               |     |Fair               |

                     |    |  Bottom layer     |0.00 |  Thickest layer   |0.00

                     |    |  Thickest layer   |0.00 |  Bottom layer     |0.11

                     |    |                   |     |                   |

Hm:                  |    |                   |     |                   |

 Homelake------------| 85 |Poor               |     |Poor               |

                     |    |  Thickest layer   |0.00 |  Thickest layer   |0.00

                     |    |  Bottom layer     |0.00 |  Bottom layer     |0.00

                     |    |                   |     |                   |

Ho:                  |    |                   |     |                   |

 Hooper--------------| 85 |Poor               |     |Fair               |

                     |    |  Bottom layer     |0.00 |  Thickest layer   |0.00

                     |    |  Thickest layer   |0.00 |  Bottom layer     |0.82

                     |    |                   |     |                   |

Hp:                  |    |                   |     |                   |

 Hooper--------------| 85 |Poor               |     |Fair               |

                     |    |  Bottom layer     |0.00 |  Thickest layer   |0.00

                     |    |  Thickest layer   |0.00 |  Bottom layer     |0.82

                     |    |                   |     |                   |

 Arena---------------| 5  |Poor               |     |Fair               |

                     |    |  Bottom layer     |0.00 |  Thickest layer   |0.00

                     |    |  Thickest layer   |0.00 |  Bottom layer     |0.75

                     |    |                   |     |                   |

Table ENG-1.--Construction Materials--Continued

______________________________________________________________________________

                     |    |                         |

     Map symbol      |Pct.|   Potential source of   |   Potential source of

    and soil name    | of |         gravel          |          sand

                     |map |                         |

                     |unit|                         |

                     |    |_________________________|_________________________

                     |    |   Rating class    |Value|   Rating class    |Value

_____________________|____|___________________|_____|___________________|_____

                     |    |                   |     |                   |

Hp:                  |    |                   |     |                   |

 Marsh---------------| 5  |Not rated          |     |Not rated          |

                     |    |                   |     |                   |

Hs:                  |    |                   |     |                   |

 Hooper, occasionally|    |                   |     |                   |

  flooded------------| 85 |Poor               |     |Fair               |

                     |    |  Bottom layer     |0.00 |  Thickest layer   |0.00

                     |    |  Thickest layer   |0.00 |  Bottom layer     |0.82

                     |    |                   |     |                   |

 Aquic Natrargid-----| 5  |Not rated          |     |Not rated          |

                     |    |                   |     |                   |

IW:                  |    |                   |     |                   |

 Intermittent water--|100 |Not rated          |     |Not rated          |

                     |    |                   |     |                   |

La:                  |    |                   |     |                   |

 LaJara--------------| 70 |Poor               |     |Fair               |

                     |    |  Bottom layer     |0.00 |  Thickest layer   |0.00

                     |    |  Thickest layer   |0.00 |  Bottom layer     |0.82

                     |    |                   |     |                   |

 Vastine-------------| 5  |Poor               |     |Fair               |

                     |    |  Bottom layer     |0.00 |  Thickest layer   |0.00

                     |    |  Thickest layer   |0.00 |  Bottom layer     |0.79

                     |    |                   |     |                   |

Le:                  |    |                   |     |                   |

 Laney---------------| 85 |Poor               |     |Poor               |

                     |    |  Bottom layer     |0.00 |  Bottom layer     |0.00

                     |    |  Thickest layer   |0.00 |  Thickest layer   |0.00

                     |    |                   |     |                   |

Ls:                  |    |                   |     |                   |

 LaSauses------------|100 |Poor               |     |Poor               |

                     |    |  Thickest layer   |0.00 |  Thickest layer   |0.00

                     |    |  Bottom layer     |0.00 |  Bottom layer     |0.00

                     |    |                   |     |                   |

LtC:                 |    |                   |     |                   |

 Littlebear----------|100 |Poor               |     |Fair               |

                     |    |  Thickest layer   |0.00 |  Thickest layer   |0.03

                     |    |  Bottom layer     |0.00 |  Bottom layer     |0.08

                     |    |                   |     |                   |

Lu:                  |    |                   |     |                   |

 Loamy alluvial land-| 85 |Poor               |     |Fair               |

                     |    |  Bottom layer     |0.00 |  Thickest layer   |0.00

                     |    |  Thickest layer   |0.00 |  Bottom layer     |0.77

                     |    |                   |     |                   |

Ma:                  |    |                   |     |                   |

 Marsh---------------|100 |Not rated          |     |Not rated          |

                     |    |                   |     |                   |

Table ENG-1.--Construction Materials--Continued

______________________________________________________________________________

                     |    |                         |

     Map symbol      |Pct.|   Potential source of   |   Potential source of

    and soil name    | of |         gravel          |          sand

                     |map |                         |

                     |unit|                         |

                     |    |_________________________|_________________________

                     |    |   Rating class    |Value|   Rating class    |Value

_____________________|____|___________________|_____|___________________|_____

                     |    |                   |     |                   |

Mc:                  |    |                   |     |                   |

 McGinty-------------| 85 |Poor               |     |Fair               |

                     |    |  Bottom layer     |0.00 |  Thickest layer   |0.03

                     |    |  Thickest layer   |0.00 |  Bottom layer     |0.03

                     |    |                   |     |                   |

Mg:                  |    |                   |     |                   |

 McGinty, saline-----| 85 |Poor               |     |Fair               |

                     |    |  Thickest layer   |0.00 |  Thickest layer   |0.03

                     |    |  Bottom layer     |0.00 |  Bottom layer     |0.03

                     |    |                   |     |                   |

Mn:                  |    |                   |     |                   |

 Medano--------------| 85 |Poor               |     |Fair               |

                     |    |  Bottom layer     |0.00 |  Thickest layer   |0.00

                     |    |  Thickest layer   |0.00 |  Bottom layer     |0.08

                     |    |                   |     |                   |

Mo:                  |    |                   |     |                   |

 Mosca---------------| 85 |Poor               |     |Fair               |

                     |    |  Bottom layer     |0.00 |  Thickest layer   |0.04

                     |    |  Thickest layer   |0.00 |  Bottom layer     |0.89

                     |    |                   |     |                   |

Ms:                  |    |                   |     |                   |

 Mosca, wet----------| 85 |Poor               |     |Fair               |

                     |    |  Bottom layer     |0.00 |  Thickest layer   |0.04

                     |    |  Thickest layer   |0.00 |  Bottom layer     |0.89

                     |    |                   |     |                   |

 Marsh---------------| 5  |Not rated          |     |Not rated          |

                     |    |                   |     |                   |

MtD:                 |    |                   |     |                   |

 Mount Home----------| 60 |Poor               |     |Poor               |

                     |    |  Thickest layer   |0.00 |  Thickest layer   |0.00

                     |    |  Bottom layer     |0.00 |  Bottom layer     |0.00

                     |    |                   |     |                   |

 Saguache------------| 35 |Fair               |     |Fair               |

                     |    |  Thickest layer   |0.00 |  Thickest layer   |0.02

                     |    |  Bottom layer     |0.12 |  Bottom layer     |0.29

                     |    |                   |     |                   |

No:                  |    |                   |     |                   |

 Nortonville---------| 95 |Poor               |     |Poor               |

                     |    |  Thickest layer   |0.00 |  Thickest layer   |0.00

                     |    |  Bottom layer     |0.00 |  Bottom layer     |0.00

                     |    |                   |     |                   |

 Vastine-------------| 2  |Poor               |     |Fair               |

                     |    |  Bottom layer     |0.00 |  Thickest layer   |0.00

                     |    |  Thickest layer   |0.00 |  Bottom layer     |0.79

                     |    |                   |     |                   |

Table ENG-1.--Construction Materials--Continued

______________________________________________________________________________

                     |    |                         |

     Map symbol      |Pct.|   Potential source of   |   Potential source of

    and soil name    | of |         gravel          |          sand

                     |map |                         |

                     |unit|                         |

                     |    |_________________________|_________________________

                     |    |   Rating class    |Value|   Rating class    |Value

_____________________|____|___________________|_____|___________________|_____

                     |    |                   |     |                   |

Pe:                  |    |                   |     |                   |

 Peat----------------|100 |Not rated          |     |Not rated          |

                     |    |                   |     |                   |

Sa:                  |    |                   |     |                   |

 San Arcacio---------| 85 |Fair               |     |Fair               |

                     |    |  Thickest layer   |0.00 |  Thickest layer   |0.03

                     |    |  Bottom layer     |0.25 |  Bottom layer     |0.89

                     |    |                   |     |                   |

Sc:                  |    |                   |     |                   |

 San Arcacio, saline-| 85 |Fair               |     |Fair               |

                     |    |  Thickest layer   |0.00 |  Thickest layer   |0.03

                     |    |  Bottom layer     |0.25 |  Bottom layer     |0.89

                     |    |                   |     |                   |

 Arena---------------| 5  |Poor               |     |Fair               |

                     |    |  Bottom layer     |0.00 |  Thickest layer   |0.00

                     |    |  Thickest layer   |0.00 |  Bottom layer     |0.75

                     |    |                   |     |                   |

Sd:                  |    |                   |     |                   |

 Sandy alluvial land-|100 |Poor               |     |Fair               |

                     |    |  Bottom layer     |0.00 |  Bottom layer     |0.00

                     |    |  Thickest layer   |0.00 |  Thickest layer   |0.04

                     |    |                   |     |                   |

Se:                  |    |                   |     |                   |

 San Luis------------| 85 |Poor               |     |Fair               |

                     |    |  Thickest layer   |0.00 |  Thickest layer   |0.00

                     |    |  Bottom layer     |0.00 |  Bottom layer     |0.82

                     |    |                   |     |                   |

 Marsh---------------| 5  |Not rated          |     |Not rated          |

                     |    |                   |     |                   |

Sf:                  |    |                   |     |                   |

 San Luis, drained---|100 |Poor               |     |Fair               |

                     |    |  Thickest layer   |0.00 |  Thickest layer   |0.00

                     |    |  Bottom layer     |0.00 |  Bottom layer     |0.82

                     |    |                   |     |                   |

SlB:                 |    |                   |     |                   |

 San Luis,           |    |                   |     |                   |
  undulating---------| 45 |Poor               |     |Fair               |

                     |    |  Thickest layer   |0.00 |  Thickest layer   |0.00

                     |    |  Bottom layer     |0.00 |  Bottom layer     |0.82

                     |    |                   |     |                   |

 Corlett, undulating-| 40 |Poor               |     |Fair               |

                     |    |  Bottom layer     |0.00 |  Bottom layer     |0.32

                     |    |  Thickest layer   |0.00 |  Thickest layer   |0.79

                     |    |                   |     |                   |

 Marsh---------------| 5  |Not rated          |     |Not rated          |

                     |    |                   |     |                   |

Table ENG-1.--Construction Materials--Continued

______________________________________________________________________________

                     |    |                         |

     Map symbol      |Pct.|   Potential source of   |   Potential source of

    and soil name    | of |         gravel          |          sand

                     |map |                         |

                     |unit|                         |

                     |    |_________________________|_________________________

                     |    |   Rating class    |Value|   Rating class    |Value

_____________________|____|___________________|_____|___________________|_____

                     |    |                   |     |                   |

Sm:                  |    |                   |     |                   |

 San Luis------------| 40 |Poor               |     |Fair               |

                     |    |  Thickest layer   |0.00 |  Thickest layer   |0.00

                     |    |  Bottom layer     |0.00 |  Bottom layer     |0.82

                     |    |                   |     |                   |

 Gravelly land-------| 30 |Poor               |     |Fair               |

                     |    |  Bottom layer     |0.00 |  Thickest layer   |0.02

                     |    |  Thickest layer   |0.00 |  Bottom layer     |0.10

                     |    |                   |     |                   |

SpB:                 |    |                   |     |                   |

 Space City----------|100 |Poor               |     |Fair               |

                     |    |  Thickest layer   |0.00 |  Bottom layer     |0.02

                     |    |  Bottom layer     |0.00 |  Thickest layer   |0.08

                     |    |                   |     |                   |

SrB:                 |    |                   |     |                   |

 Space City, alkali  |    |                   |     |                   |

  substratum---------| 85 |Poor               |     |Fair               |

                     |    |  Bottom layer     |0.00 |  Bottom layer     |0.02

                     |    |  Thickest layer   |0.00 |  Thickest layer   |0.08

                     |    |                   |     |                   |

StE:                 |    |                   |     |                   |

 Space City, alkali  |    |                   |     |                   |

  substratum, hilly--| 55 |Poor               |     |Fair               |

                     |    |  Bottom layer     |0.00 |  Bottom layer     |0.02

                     |    |  Thickest layer   |0.00 |  Thickest layer   |0.08

                     |    |                   |     |                   |

 Hooper, hilly-------| 25 |Poor               |     |Fair               |

                     |    |  Thickest layer   |0.00 |  Thickest layer   |0.00

                     |    |  Bottom layer     |0.00 |  Bottom layer     |0.82

                     |    |                   |     |                   |

 Hooper, hilly-------| 20 |Poor               |     |Fair               |

                     |    |  Bottom layer     |0.00 |  Thickest layer   |0.00

                     |    |  Thickest layer   |0.00 |  Bottom layer     |0.82

                     |    |                   |     |                   |

UrF:                 |    |                   |     |                   |

 Uracca--------------| 85 |Poor               |     |Poor               |

                     |    |  Thickest layer   |0.00 |  Thickest layer   |0.00

                     |    |  Bottom layer     |0.00 |  Bottom layer     |0.00

                     |    |                   |     |                   |

Va:                  |    |                   |     |                   |

 Vastine-------------| 85 |Poor               |     |Fair               |

                     |    |  Thickest layer   |0.00 |  Thickest layer   |0.00

                     |    |  Bottom layer     |0.00 |  Bottom layer     |0.79

                     |    |                   |     |                   |

Table ENG-1.--Construction Materials--Continued

______________________________________________________________________________

                     |    |                         |

     Map symbol      |Pct.|   Potential source of   |   Potential source of

    and soil name    | of |         gravel          |          sand

                     |map |                         |

                     |unit|                         |

                     |    |_________________________|_________________________

                     |    |   Rating class    |Value|   Rating class    |Value

_____________________|____|___________________|_____|___________________|_____

                     |    |                   |     |                   |

VgA:                 |    |                   |     |                   |

 Villa Grove---------| 85 |Poor               |     |Poor               |

                     |    |  Thickest layer   |0.00 |  Thickest layer   |0.00

                     |    |  Bottom layer     |0.00 |  Bottom layer     |0.00

                     |    |                   |     |                   |

VlA:                 |    |                   |     |                   |

 Villa Grove, saline-| 85 |Poor               |     |Fair               |

                     |    |  Thickest layer   |0.00 |  Thickest layer   |0.00

                     |    |  Bottom layer     |0.00 |  Bottom layer     |0.03

                     |    |                   |     |                   |

 Fluvaqent-----------| 5  |Not rated          |     |Not rated          |

                     |    |                   |     |                   |

VlB:                 |    |                   |     |                   |

 Villa Grove, saline-| 85 |Poor               |     |Fair               |

                     |    |  Bottom layer     |0.00 |  Thickest layer   |0.00

                     |    |  Thickest layer   |0.00 |  Bottom layer     |0.03

                     |    |                   |     |                   |

 Fluvaqent-----------| 5  |Not rated          |     |Not rated          |

                     |    |                   |     |                   |

W:                   |    |                   |     |                   |

 Water---------------|100 |Not rated          |     |Not rated          |

                     |    |                   |     |                   |

Wa:                  |    |                   |     |                   |

 Wet alluvial land---|100 |Poor               |     |Poor               |

                     |    |  Thickest layer   |0.00 |  Thickest layer   |0.00

                     |    |  Bottom layer     |0.00 |  Bottom layer     |0.00

                     |    |                   |     |                   |

ZnA:                 |    |                   |     |                   |

 Zinzer--------------| 85 |Poor               |     |Poor               |

                     |    |  Bottom layer     |0.00 |  Bottom layer     |0.00

                     |    |  Thickest layer   |0.00 |  Thickest layer   |0.00

                     |    |                   |     |                   |

ZnB:                 |    |                   |     |                   |

 Zinzer--------------| 85 |Poor               |     |Poor               |

                     |    |  Bottom layer     |0.00 |  Bottom layer     |0.00

                     |    |  Thickest layer   |0.00 |  Thickest layer   |0.00

                     |    |                   |     |                   |

ZoA:                 |    |                   |     |                   |

 Zinzer, saline------|100 |Poor               |     |Poor               |

                     |    |  Thickest layer   |0.00 |  Thickest layer   |0.00

                     |    |  Bottom layer     |0.00 |  Bottom layer     |0.00

                     |    |                   |     |                   |

_____________________|____|___________________|_____|___________________|_____

