Table 13.Engineering Index Properties 

(Absence of an entry indicates that the data were not estimated. Columns for sieves indicate the percentage passing the designated sieve.) 

Soil name and
map symbol
Depth 
(In)
USDA texture
Unified
classification
AASHTO
classification
Sieve
number
4
Sieve
number
10
Sieve
number
40
Sieve
number
200
Liquid 
limit
Plasticity
index

2: Albany
 0-61
Loamy sand
SM, SP-SM 
A-2 
100
100
75-90
13-23
---
NP

2: Albany
61-80 
Sandy clay loam, sandy loam, fine sandy loam. 
SC, SM, SC-SM 
A-2-6 A-4, A-6 
97-100
95-100
70-100
20-50
<40
NP-18

4: Brickyard
 0-6 
Clay loam
CL, CH, MH
A-7 
100
98-100
95-100
80-100
41-70
15-40

4: Brickyard
 6-28 
Silty clay, silty clay loam, clay.
CL, CH, MH 
A-7 
100
98-100
95-100
85-100
41-75
15-45

4: Brickyard
28-80 
Silty clay, silty clay loam, clay loam. 
CL, CH, MH, OH 
A-6, A-7 
100
98-100
90-100
70-95
30-70
11-40

5: Robertsdale
 0-7 
Fine sandy loam 
SC-SM, CL-ML, SM, ML 
A-4 
90-100
75-100
70-100
40-60
<25
NP-7

5: Robertsdale
 7-80 
 Sandy clay loam, clay loam, loam. 
SC, CL, CL-ML, SC-SM 
A-4, A-6, A-7-6 
90-100
80-100
70-97
40-76
25-40
4-19

6: Bladen
 0-14 
Loam
CL, ML, CL-ML 
A-4 
100
98-100
80-100
51-90
<30
NP-10

6: Bladen
14-80
Clay, sandy clay 
CL, CH 
A-7-6 
100
99-100
75-100
55-85
43-67
23-45

7: Blanton
 0-68 
Sand 
SP-SM, SM 
A-3, A-2-4 
100
90-100
65-100
5-20
---
NP

7: Blanton
68-80 
Sandy clay loam, sandy loam, sandy clay. 
SC, SC-SM, SM 
A-4, A-2-4, A-2-6, A-6 
100
95-100
69-100
23-50
12-45
NP-22

8: Blanton
 0-68 
Sand 
SP-SM, SM 
A-3, A-2-4 
100
90-100
65-100
5-20
---
NP

8: Blanton
68-75
Loamy sand
SM, SP-SM 
A-2 
100
100
75-90
13-23
---
NP

8: Blanton
75-80 
Sandy clay loam, sandy loam, sandy clay. 
SC, SC-SM, SM 
A-4, A-2-4, A-2-6, A-6 
100
95-100
69-100
25-50
12-45
3-22

10: Bonifay
 0-52 
Sand 
SP-SM 
A-3, A-2-4 
98-100
98-100
60-95
5-12
---
NP

10: Bonifay
52-64
Loamy sand
SM, SP-SM 
A-2 
100
100
75-90
13-23
---
NP

10: Bonifay
64-80 
Sandy loam, sandy clay loam, fine sandy loam. 
SC-SM, SC, SM 
A-2-4, A-4, A-6 A-2-6 
95-100
90-100
63-95
23-50
<30
NP-12

12: Chipley
 0-7 
Sand 
SP-SM 
A-3, A-2-4 
100
100
80-100
6-12
---
NP

12: Chipley
 7-80 
Sand, fine sand 
SP-SM 
A-3, A-2-4 
100
100
80-100
6-12
---
NP

14: Chipola
 0-22
Loamy sand
SP-SM, SM 
A-2-4 
100
95-100
75-90
11-25
---
NP

14: Chipola
22-41 
Sandy loam, sandy clay loam. 
SC-SM, SC 
A-2-4, A-4 A-7-6 
95-100
95-100
75-97
30-75
18-44
4-22

14: Chipola
41-58 
Loamy sand, sandy loam. 
SM, SC-SM 
A-2-4 A-7-6 
95-100
90-95
75-90
13-35
<28
NP-7

14: Chipola
58-80 
Sand, coarse sand 
SP-SM 
A-3, A-2-4 
95-100
90-95
51-70
5-12
---
NP

17: Florala
 0-8 
Loamy sand
SM, SP-SM 
A-2-4 
98-100
95-100
60-85
18-35
---
NP

17: Florala
 8-25 
Fine sandy loam, sandy loam. 
SM 
A-2, A-4 
98-100
95-100
60-90
30-50
<30
NP-7

17: Florala
25-80 
Fine sandy loam, sandy loam, sandy clay loam.
SC, SC-SM 
A-4, A-6, A-2-6 
95-100
95-100
55-85
35-50
20-35
4-15

18: Florala
 0-11
Loamy sand
SM, SP-SM 
A-2-4 
98-100
95-100
60-85
18-35
---
NP

18: Florala
11-25 
Fine sandy loam, sandy loam. 
SM 
A-2, A-4 
98-100
95-100
60-90
30-50
<30
NP-7

18: Florala
25-80 
Fine sandy loam, sandy loam, sandy clay loam.
SC, SC-SM 
A-4, A-6, A-2 
95-100
95-100
55-85
35-50
20-35
4-15

20: Dorovan
 0-80
Muck
PT 
---
---
---
---
---
---
-

20: Pamlico
 0-31
Muck
PT 
---
---
---
---
---
---
-

20: Pamlico
31-80 
Sand, fine sand, loamy sand. 
SM, SP-SM 
A-2, A-3 
100
100
70-95
5-20
10-20
NP

20: Rutlege
 0-13
Sand
SP-SM 
A-3 
95-100
95-100
70-100
5-10
---
NP

20: Rutlege
13-80 
Sand, loamy sand, loamy fine sand.
SP-SM, SP, SM 
A-2, A-3 
95-100
95-100
50-80
2-25
<20
NP

21: Dothan
 0-6 
Sandy loam
SM, SP-SM 
A-2, A-4 
95-100
92-100
75-90
20-40
<25
NP-5

21: Dothan
 6-25 
Sandy clay loam, sandy loam, fine sandy loam. 
SC-SM, SC, SM 
A-2, A-4, A-6 
95-100
92-100
60-90
23-49
<40
NP-16

21: Dothan
25-80 
Sandy clay loam, sandy clay. 
SC-SM, SC, CL-ML, CL
A-2, A-4, A-6, A-7 
89-100
87-100
70-95
30-53
25-45
4-24

22: Dothan
 0-11
Loamy sand
SM, SP-SM 
A-2 
95-100
92-100
60-80
13-30
---
NP

22: Dothan
11-48 
Sandy clay loam, sandy loam, fine sandy loam. 
SC-SM, SC, SM 
A-2-4, A-4, A-6 
89-100
89-100
60-90
23-49
<40
NP-16

22: Dothan
48-80
Sandy clay loam, 
SC-SM, SC,
A-2, A-4, 
95-100
92-100
70-95
30-53
25-45
4-24

23: Dothan
 0-5 
Loamy sand
SM 
A-2 
95-100
92-100
60-80
13-30
---
NP

23: Dothan
 5-12 
Sandy clay loam, sandy loam, fine sandy loam. 
SC-SM, SC, SM 
A-2, A-4, A-6 
95-100
92-100
60-90
23-49
<40
NP-16

23: Dothan
12-80 
Sandy clay loam, sandy clay. 
SC-SM, SC, CL-ML, CL
A-2, A-4, A-6, A-7 
95-100
92-100
70-95
30-53
25-45
4-24

24: Dunbar
 0-6 
Fine sandy loam 
SC-SM, SC, SM 
A-2, A-4 
100
100
50-95
20-50
20-35
3-15

24: Dunbar
 6-14 
Loam, sandy clay loam, clay loam.
CL-ML, CL, SC 
A-4, A-6 
95-100
90-100
65-95
45-85
24-40
8-22

24: Dunbar
14-80 
Sandy clay, clay loam, clay. 
CL, CH, ML, MH 
A-6, A-7-6 
100
100
85-96
50-86
40-65
12-25

25: Duplin
 0-6 
Very fine sandy loam. 
 SM, SC-SM 
A-2, A-4 
100
100
67-98
20-49
15-30
NP-7

25: Duplin
 6-80 
Sandy clay, clay loam, clay. 
CL, CH, SC 
A-6, A-7-6 
100
98-100
80-100
45-87
40-65
13-35

29: Kenansville
 0-22
Loamy sand
SM, SP-SM 
A-1, A-2 
100
95-100
45-60
10-25
10-20
NP-3

29: Kenansville
22-52 
Sandy loam, fine sandy loam, sandy clay loam.
SM, SC, SC-SM 
A-2, A-4 
100
95-100
50-75
20-40
15-30
NP-10

29: Kenansville
52-80 
Sand, loamy sand 
SP-SM, SM 
A-1, A-2, A-3 
100
95-100
40-60
5-30
10-20
NP

30: Garcon
 0-5 
Loamy sand 
SP-SM, SM 
A-3, A-2-4 
100
100
80-95
8-20
---
NP

30: Garcon
 5-21 
Loamy fine sand, loamy sand, fine sand. 
SP-SM, SM 
A-2-4, A-3 
100
100
80-95
8-20
---
NP

30: Garcon
21-47 
Sandy loam, fine sandy loam, sandy clay loam.
SM, SC-SM 
A-2-4 
100
100
80-95
18-30
<25
NP-7

30: Garcon
47-80 
Loamy fine sand, loamy sand, sand. 
SP-SM, SM 
A-2-4 
100
100
75-95
11-20
---
NP

31: Foxworth
 0-6 
Sand 
SP-SM 
A-3, A-2-4 
100
100
60-100
5-12
---
NP

31: Foxworth
 6-67 
Sand, fine sand 
SP-SM 
A-3, A-2-4 
100
100
60-100
5-12
---
NP

31: Foxworth
67-80 
Sand, fine sand 
SP, SP-SM 
A-3, A-2-4 
100
100
50-100
1-12
---
NP

32: Fuquay
 0-32 
Loamy sand, loamy fine sand.
SP-SM, SM 
A-2, A-3 
95-100
90-100
50-83
5-35
10-20
NP

32: Fuquay
32-58 
Sandy loam, fine sandy loam, sandy clay loam.
SM, SC, SC-SM 
A-2-4, A-4, A-6 
85-100
85-100
70-90
23-45
20-45
NP-13

32: Fuquay
58-80 
Sandy clay loam 
SC, SC-SM, SM 
A-2-4, A-4, A-6, A-7-6 
95-100
90-100
58-90
28-49
25-45
4-13

33: Fuquay
 0-30 
Loamy sand, loamy fine sand.
SP-SM, SM 
A-2, A-3 
95-100
90-100
50-83
5-35
10-20
NP

33: Fuquay
30-48 
Sandy loam, fine sandy loam, sandy clay loam.
SM, SC, SC-SM 
A-2, A-4, A-6 
85-100
85-100
70-90
23-45
20-45
NP-13

33: Fuquay
48-80 
Sandy clay loam 
SC, SC-SM, SM 
A-2-4, A-4, A-6, A-7-6 
95-100
90-100
58-90
28-49
25-45
4-13

34: Fuquay
 0-26 
Loamy sand, loamy fine sand.
SP-SM, SM 
A-2, A-3 
95-100
90-100
50-83
5-35
10-20
NP

34: Fuquay
26-50 
Sandy loam, fine sandy loam, sandy clay loam.
SM, SC, SC-SM 
A-2-4, A-4, A-6 
85-100
85-100
70-90
23-45
20-45
NP-13

34: Fuquay
50-80 
Sandy clay loam 
SC, SC-SM, SM 
A-2-4, A-4, A-6, A-7-6 
95-100
90-100
58-90
28-49
25-45
4-13

35: Hurricane
 0-6 
Sand
SP, SP-SM 
A-3 
100
100
78-100
3-8
0-14
NP

35: Hurricane
 6-72
Sand, fine sand 
SP, SP-SM 
A-3 
100
100
78-100
3-8
0-14
NP

35: Hurricane
72-80 
Sand, fine sand 
SP, SP-SM, SM 
A-3, A-2-4 
100
100
90-100
4-15
0-14
NP

36, 37: Lakeland
 0-6 
Sand 
SP-SM 
A-3, A-2-4 
90-100
90-100
60-100
5-12
---
NP

36, 37: Lakeland
 6-80 
Sand, fine sand 
SP, SP-SM 
A-3, A-2-4 
90-100
90-100
50-100
1-12
---
NP

38: Wahee
 0-4 
Clay loam 
CL, CH 
A-6, A-7, A-4 
100
100
85-100
75-95
28-55
8-26

38: Wahee
 4-42 
Silty clay loam, silty clay, clay. 
CL, CH 
A-6, A-7 
100
100
90-100
51-98
30-65
11-33

38: Wahee
42-80
Variable
---
---
---
---
---
---
---
-

38: Ochlockonee
 0-4 
Loam
ML, CL-ML 
A-4 
100
95-100
95-100
50-90
<30
NP-7

38: Ochlockonee
 4-31 
Fine sandy loam, sandy loam, silt loam. 
SM, ML, SC, CL 
A-4 
100
95-100
95-100
36-75
<32
NP-9

38: Ochlockonee
31-80 
Loamy sand, sandy loam, loam. 
SM, ML, CL, SC 
A-4, A-2 
100
95-100
85-99
13-80
<32
NP-9

39: Leefield
 0-34 
Loamy sand 
SM, SW-SM, SP-SM 
A-2 
98-100
95-100
65-95
10-20
---
NP

39: Leefield
34-61 
Sandy loam, sandy clay loam. 
SC, SM, SC-SM 
A-2-4, A-4, A-6 
95-100
93-100
65-95
20-40
<40
NP-16

39: Leefield
61-80 
Sandy loam, sandy clay loam. 
SC, SM, SC-SM 
A-2-4, A-4, A-6 
95-100
95-100
65-90
20-40
<40
NP-20

41: Lucy
 0-34
Loamy sand
SM, SP-SM 
A-2, A-4 
98-100
95-100
50-90
5-40
---
NP

41: Lucy
34-52 
Sandy loam, fine sandy loam, sandy clay loam.
SM, SC, SC-SM 
A-2-4, A-4, A-6 
97-100
95-100
55-95
5-50
10-30
NP-15

41: Lucy
52-80 
Sandy clay loam, clay loam, sandy clay. 
SC, SC-SM, SM 
A-2-4, A-6, A-4 
100
95-100
60-95
20-50
20-40
3-20

42: Lucy
 0-27
Loamy sand
SM, SP-SM 
A-2 
98-100
95-100
50-90
5-40
---
NP

42: Lucy
27-42 
Sandy loam, fine sandy loam, sandy clay loam.
SM, SC, SC-SM 
A-2-4, A-4, A-6 
97-100
95-100
55-95
5-50
10-30
NP-15

42: Lucy
42-80 
Sandy clay loam, clay loam, sandy clay. 
SC, SC-SM, SM 
A-2-4, A-6, A-4 
100
95-100
60-95
20-50
20-40
3-20

43: Lucy
 0-34
Loamy sand
SM, SP-SM 
A-2 
98-100
95-100
50-90
5-40
---
NP

43: Lucy
34-80 
Sandy loam, fine sandy loam, sandy clay loam.
SM, SC, SC-SM 
A-2-4, A-4, A-6 
97-100
95-100
55-95
5-50
10-30
NP-15

44: Orangeburg
 0-9 
Loamy sand
SM, SP-SM 
A-2 
98-100
95-100
60-87
14-28
---
NP

44: Orangeburg
 9-16
Sandy loam
SM 
A-2 
98-100
95-100
70-96
25-35
<30
NP-4

44: Orangeburg
16-80 
Sandy clay loam, sandy loam. 
SC, CL, SM, SC-SM
A-6, A-4, A-7-6 
98-100
95-100
71-96
38-58
22-44
3-23

45: Orangeburg
 0-6 
Loamy sand
SM, SP-SM 
A-2 
98-100
95-100
60-87
14-28
---
NP

45: Orangeburg
 6-12
Sandy loam
SM 
A-2 
98-100
95-100
70-96
25-35
<30
NP-4

45: Orangeburg
12-80 
Sandy clay loam, sandy loam. 
SC, CL, SM, SC-SM
A-6, A-4, A-7-6 
98-100
95-100
71-96
38-58
22-44
3-23

46: Orangeburg
 0-5 
Sandy loam
SM 
A-2 
98-100
95-100
75-95
20-35
---
NP

46: Orangeburg
 5-80 
Sandy clay loam, sandy loam. 
SC, CL, SM, SC-SM
A-6, A-4, A-7-6 
98-100
95-100
71-96
38-58
22-44
3-23

48: Pansey
 0-14
Sandy loam
SM, ML 
A-2, A-4 
100
95-100
55-85
30-55
<30
NP-4

48: Pansey
14-50 
Sandy loam, sandy clay loam. 
SM 
A-2, A-4 
100
95-100
80-100
25-60
<30
NP-17

48: Pansey
50-80 
Clay, sandy clay 
CL, CH, SC 
A-6, A-7-6 
100
98-100
80-100
36-87
41-65
13-35

51: Plummer
 0-68 
Sand 
SM, SP-SM 
A-2-4, A-3 
100
100
75-90
5-20
---
NP

51: Plummer
68-80 
Sandy loam, sandy clay loam, fine sandy loam. 
SM, SC, SC-SM 
A-2-4, A-4 
100
97-100
76-96
20-48
<30
NP-10

54: Croatan
 0-19
Muck
PT 
---
---
---
---
---
---
-

54: Croatan
19-42 
Sandy loam, fine sandy loam, mucky sandy loam. 
SM, SC, SC-SM 
A-2, A-4 
100
100
60-85
30-49
25-35
NP-10

54: Croatan
42-47 
Sandy loam, clay loam, sandy clay loam.
CL, CL-ML, SC, SC-SM 
A-4, A-6 
100
100
75-100
36-95
18-45
4-15

54: Croatan
47-80 
Sand, loamy sand, loamy fine sand.
SP-SM, SP, SM 
A-2, A-3 
95-100
95-100
50-80
2-25
<20
NP

54: Surrency
 0-5 
Mucky sand
SP-SM, SM,
A-2 
100
95-100
50-100
5-20
0-20
NP-5

54: Surrency
 5-35 
Loamy sand, sand, fine sand. 
SP-SM, SM 
A-2-4 
100
95-100
50-100
10-26
0-14
NP

54: Surrency
35-80 
Sandy loam, sandy clay loam. 
SM, SC-SM, SC 
A-2 
100
95-100
75-100
22-35
0-30
NP-10

54: Pantego
 0-14 
Mucky fine sandy loam. 
SM, ML 
A-2, A-4 
100
95-100
65-100
25-75
20-35
NP-10

54: Pantego
14-80 
Sandy loam, sandy clay loam, clay loam. 
SC, SM, CL, ML 
A-2, A-4, A-6 
100
95-100
65-100
30-80
20-40
4-16

55: Pottsburg
 0-7 
Sand
SP, SP-SM 
A-3 
100
100
80-100
2-10
---
NP

55: Pottsburg
 7-58
Sand, fine sand 
SP, SP-SM 
A-3 
100
100
79-100
1-8
---
NP

55: Pottsburg
58-80 
Sand, fine sand, loamy sand. 
SP-SM, SP-SM, SP, SM 
A-3, A-2-4 
100
100
79-100
4-18
---
NP

57: Stilson
 0-34
Loamy sand
SM, SP-SM 
A-2 
94-100
94-100
71-92
15-24
---
NP

57: Stilson
34-80 
Sandy loam, sandy clay loam. 
SM, SC, SC-SM 
A-2-4, A-6, A-4 
89-100
86-100
71-94
25-41
<29
NP-13

58: Stilson
 0-24
Loamy sand
SM, SP-SM 
A-2 
94-100
94-100
71-92
15-24
---
NP

58: Stilson
24-80 
Sandy loam, sandy clay loam. 
SM, SC, SC-SM 
A-2, A-6, A-4 
89-100
86-100
71-94
25-41
<29
NP-13

60: Croatan
 0-23
Muck
PT 
---
---
---
---
---
---
-

60: Croatan
23-40 
Sandy loam, fine sandy loam, mucky sandy loam. 
SM, SC, SC-SM 
A-2, A-4 
100
100
60-85
30-49
25-35
NP-10

60: Croatan
40-80 
Sandy loam, sandy clay loam, clay loam. 
CL, CL-ML, SC, SC-SM 
A-4, A-6 
100
100
75-100
36-95
18-45
4-15

60: Rutlege
 0-17
Mucky sand
SM, SP-SM 
A-2, A-3 
95-100
95-100
70-100
5-35
---
NP

60: Rutlege
17-80 
Sand, loamy sand, loamy fine sand.
SP-SM, SP, SM 
A-2, A-3 
95-100
95-100
50-80
2-25
<20
NP

60: Surrency
 0-5 
Mucky sand
SM, SP-SM 
A-2 
100
95-100
50-100
15-26
NP-14
NP

60: Surrency
 5-35 
Loamy sand, sand, fine sand. 
SP-SM, SM 
A-2-4 
100
95-100
50-100
10-26
NP-14
NP

60: Surrency
35-80 
Sandy loam, sandy clay loam. 
SM, SC-SM, SC 
A-2 
100
95-100
75-100
22-35
0-30
NP-10

61: Troup
 0-46
Sand
SM, SP-SM 
A-2 
95-100
90-100
50-75
10-30
---
NP

61: Troup
46-80 
Sandy clay loam, sandy loam, fine sandy loam. 
SC, SC-SM, CL-ML, CL 
A-4, A-2-6 A-6 
95-100
90-100
60-90
24-55
19-40
4-20

62: Troup
 0-60
Sand
SM, SP-SM 
A-2 
95-100
90-100
50-75
10-30
---
NP

62: Troup
60-80 
Sandy clay loam, sandy loam, fine sandy loam. 
SC, SC-SM, CL-ML, CL 
A-4, A-2, A-2-6 A-6 
95-100
90-100
60-90
24-55
19-40
4-20

64: Pamlico
 0-37
Mucky peat-
PT 
---
---
---
---
---
---
-

64: Pamlico
37-80 
Loamy sand, sand, loamy fine sand.
SM, SP-SM 
A-2, A-3 
100
100
70-95
5-20
10-20
NP

64: Bibb
 0-8 
Sandy loam 
SM, SC-SM, ML, CL-ML
A-2, A-4 
95-100
90-100
60-90
30-60
<25
NP-7

64: Bibb
 8-80 
Sandy loam, loamy sand, silt loam.
SM, SC-SM, ML, CL-ML
A-2, A-4 
60-100
50-100
40-100
30-90
<30
NP-7

64: Rutlege
 0-13
Sand
SP-SM 
A-3 
95-100
95-100
70-100
5-10
---
NP

64: Rutlege
13-80 
Sand, loamy sand, loamy fine sand.
SP-SM, SP, SM 
A-2, A-3 
95-100
95-100
50-80
2-25
<20
NP

66: Lakeland
 0-5 
Sand 
SP-SM 
A-3, A-2-4 
90-100
90-100
60-100
5-12
---
NP

66: Lakeland
 5-80 
Sand, fine sand 
SP, SP-SM 
A-3, A-2-4 
90-100
90-100
50-100
1-12
---
NP

66: Troup
 0-60
Sand
SM, SP-SM 
A-2 
95-100
90-100
50-75
10-30
---
NP

66: Troup
60-80 
Sandy clay loam, sandy loam, fine sandy loam. 
SC, SC-SM, CL-ML, CL 
A-4, A-2-6, A-6 
95-100
90-100
60-90
24-55
19-40
4-20

67: Alapaha
 0-28
Loamy sand
SM, SP-SM 
A-2 
100
99-100
70-95
15-31
---
NP

67: Alapaha
28-62 
Sandy loam, sandy clay loam. 
SC, SC-SM 
A-2, A-4 
99-100
98-100
70-95
30-45
19-30
5-10

67: Alapaha
62-80 
Sandy clay loam 
SC 
A-2, A-4, A-6 
93-100
88-100
66-93
29-40
20-43
7-26

68: Croatan
 0-28
Muck
PT 
---
---
---
---
---
---
-

68: Croatan
28-40 
Sandy loam, fine sandy loam, mucky sandy loam. 
SM, SC, SC-SM 
A-2, A-4 
100
100
60-85
25-49
25-35
NP-10

68: Croatan
40-80 
Loam, clay loam, sandy clay loam.
CL, ML, SC, SM 
A-4, A-6 
100
100
75-100
36-95
18-45
NP-15

68: Kinston
 0-6 
Fine sandy loam 
SM, SC, SC-SM 
A-2, A-4 
100
98-100
55-100
25-49
20-35
NP-10

68: Kinston
 6-47 
Loam, clay loam, sandy clay loam.
CL 
A-4, A-6, A-7 
100
95-100
75-100
60-95
20-45
8-22

68: Kinston
47-80
Variable
---
---
---
---
---
---
---
-

68: Surrency
 0-6 
Mucky sand
SM, SP-SM 
A-2, A-3 
95-100
95-100
70-100
5-35
---
NP

68: Surrency
 6-22
Loamy sand
SM, SP-SM 
A-2 
100
95-100
50-100
15-26
0-14
NP

68: Surrency
22-31 
Loamy sand, sand, fine sand. 
SP-SM, SM 
A-2-4 
100
95-100
50-100
10-26
0-14
NP

68: Surrency
31-80 
Sandy loam, sandy clay loam. 
SM, SC-SM, SC 
A-2 
100
95-100
75-100
22-35
0-30
NP-10

69: Leefield
 0-29 
Loamy sand 
SM, SW-SM, SP-SM 
A-2 
98-100
95-100
65-95
10-20
---
NP

69: Leefield
29-37 
Sandy loam, sandy clay loam. 
SC, SM, SC-SM 
A-2-4, A-4, A-6 
95-100
93-100
65-95
20-40
<40
NP-16

69: Leefield
37-80 
Sandy loam, sandy clay loam. 
SC, SM, SC-SM 
A-2, A-4, A-6 
95-100
95-100
65-90
20-40
<40
NP-20

70: Alapaha
 0-36
Loamy sand
SM, SP-SM 
A-2 
100
99-100
70-95
15-31
---
NP

70: Alapaha
36-46 
Sandy loam, sandy clay loam. 
SC, SC-SM 
A-2, A-4 
99-100
98-100
70-95
30-45
19-30
5-10

70: Alapaha
46-80 
Sandy clay loam 
SC 
A-2, A-4, A-6 
93-100
88-100
66-90
29-40
20-30
7-12

71: Dothan
 0-6 
Loamy sand
SM, SP-SM 
A-2 
95-100
92-100
60-80
13-30
---
NP

71: Dothan
 6-18 
Sandy clay loam, sandy loam, fine sandy loam. 
SC-SM, SC, SM 
A-2, A-4, A-6 
95-100
92-100
60-90
23-49
<40
NP-16

71: Dothan
18-80 
Sandy clay loam, sandy clay. 
SC-SM, SC, CL-ML, CL
A-2, A-4, A-6, A-7 
95-100
92-100
70-95
30-53
25-45
4-23

71: Fuquay
 0-34
Loamy sand
SP-SM, SM 
A-2, A-3 
95-100
90-100
50-83
5-35
10-20
NP

71: Fuquay
34-80 
Sandy loam, fine sandy loam, sandy clay loam.
SM, SC, SC-SM 
A-2, A-4, A-6 
85-100
85-100
70-90
23-45
20-45
NP-13

72: Pits
 0-80
Variable
---
---
---
---
---
---
---
-

