Table 19.--Engineering Index Test Data

(Tests were performed by the Florida Department of Transportation (FDOT) in cooperation with the U.S. Bureau of Public Roads, in accordance with standard procedures of the
     American Association of State Highway and Transportation Officials (AASHTO). Mechanical analysis includes the percentage passing specified sieves and the percentage smaller
     than specified sizes. Liquid limit is expressed as a percentage. Moisture density is expressed as maximum dry density (Lb/ft3) and optimum moisture (Pct). See the section 
     "Soil Series and Their Morphology" for location of pedons sampled. NP means nonplastic.)

Soil name, report 
number, horizon, 
and depth in inches
FDOT
report
number
AASHTO
classif
ication
Unified
classif
ication
Sieve
no.
4
Sieve
no.
10
Sieve
no.
40
Sieve
no.
200
Percentage
smaller
than
.05 mm
Percentage
smaller
than
.02 mm
Percentage
smaller
than
.005 mm
Percentage
smaller
than
.002 mm
Liquid
limit
Plasti
city
index
Maximum
dry
density
Optimum
moisture

Alapaha loamy sand:
(S89FL-013-22-4)
Btgv2: 41 to 69
25
A-7-6
SC
100
100
93
48
42
36
31
29
43.0
26.0
111.6
14.7

Albany loamy sand:
(S88FL-013—14-6)
Bt: 61 to 80
17
A-2-6
SC
100
100
84
34
30
27
25
25
33.0
18.0
110.6
15.8

Bladen loam:
(S89FL-013-19-3)
Btg1: 14 to 38
22
A-7-6
CL
100
100
96
84
74
64
43
38
43.0
28.0
97.3
22.2

Bonifay sand:
(S90FL-013-25-2)
E: 5 to 52
28
A-2-4
SP-SM
100
100
62
12
10
9
5
4
NP
NP
114.3
9.0

Chipley sand:
(S88FL-013-11-4)
C2: 33 to 47
14
A-3
SP-SM
100
100
82
5
5
4
2
1
NP
NP
103.4
9.8

Dunbar fine sandy loam:
(S89FL-013-20-4)
Btg2: 36 to 58
23
A-7-6
MH
100
100
96
86
83
70
55
48
55.0
20.0
92.1
26.7

Duplin very fine sandy loam:
(S90FL-013-26-4)
Bt3: 29 to 50
29
A-7-6
CH
100
100
99
87
80
65
56
50
52.0
26.0
91.5
26.9

Florala loamy sand:
(S88FL-013-6-4)
Btv2: 43 to 67
9
A-2-6
SC
100
100
72
35
32
30
26
26
31.0
15.0
109.8
16.1

Foxworth sand:
(S88FL-013-12-2)
C1: 6 to 43
15
A-3
SP-SM
100
100
77
6
6
5
4
2
NP
NP
107.4
11.7

Fuquay loamy sand:
(S88FL-013-18-5)
Btv2: 42 to 58
21
A-2-4
SC
100
100
83
32
28
23
20
19
23.0
9.0
115.5
12.9

Hurricane sand:
(S88FL-013-7-5)
E4: 48 to 72
10
A-3
SP
100
100
80
3
0
0
0
0
NP
NP
101.8
10.1

Lakeland sand:
(S88FL-013-9-3)
C2: 37 to 58
12
A-3
SP-SM
100
100
76
6
6
5
3
3
NP
NP
104.6
13.3

Leefield loamy sand:
(S88FL-013-5-4)
Btv1: 34 to 61
8
A-2-4
SM
100
100
78
24
20
17
13
13
NP
NP
121.0
11.6

Lucy loamy sand:
(S88FL-013-10-4)
Bt1: 34 to 52
13
A-2-4
SC
100
100
70
29
27
24
20
20
21.0
9.0
121.3
10.3

Orangeburg loamy sand:
(S88FL-013-2-4)
Bt2: 24 to 50
3
A-7-6
SC
100
100
90
52
47
42
41
40
44.0
23.0
109.4
16.5

Pottsburg sand:
(S88FL-013-15-4)
E3: 22 to 52
18
A-3
SP-SM
100
100
79
7
6
5
3
2
NP
NP
105.9
12.8

Robertsdale sandy loam:
(S90FL-013-28-5)
Btg: 43 to 80
31
A-7-6
CL
100
100
97
76
65
57
46
43
46.0
19.0
100.9
23.7

Stilson loamy sand:
(S88FL-013—17-5)
Btv1: 34 to 62
20
A-2-4
SM
100
100
71
27
24
21
17
16
NP
NP
120.7
10.8

Troup sand:
(S88FL-013-13-5)
Bt: 46 to 80
16
A-2-6
SC
100
100
73
35
32
28
24
24
31.0
14.0
116.0
13.5

